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MOLECULAR STRUCTURE OF LIGNOSULFONATES
MECHANICAL AND ADHESIONAL BEHAVIOR

SUMMARY

The prior work on the adhesional and viscomechanical behavior of ligno-
sultonate adhesive material has shown that these properties are about the same
ns those of known good plywood adhesives. The work discussed herein shows that
tLe low cohesive strength of the lignosulfonate adhesive, their greatest limitation,
can be increased by cross-linking reactions of the phenol-formaldehyde type or of
the epoxy type. It was also found that the extént of insolubility in boiling
water is a measure of the cross-linking and shows good correlation with plywood
bond strength. The boil test can thus serve as a good screening method for potential
ndhesive use. Finally, it was shown that penetration can deplete the adhesive

ut. the bonding interface and thereby weaken the bond.

Tapered cuts were made at an angle of 1.75° across the glue line of
prenious ly tested plywood tensile specimens. The penetration of the lignosulfonate
winenives, as measured by the width of the adhesive color band, is related inversely

"o the bonding strength, confirming a previous correlation between bond strength

Wl parumeters in the Washburn equation of penetration. The viscosity of a plywood
witmgive must thus be high (> 20 poise) to minimize penetration into porous wood
=it lrates .,

Means of cross-linking lignosulfonates were investigated using selected
~iMnesulfonates and cross-1linking agents. The former included lignosulfonates from

deltwoods and hardwoods, low and high molecular weight fractions, spent sulfite

Limwars . . .
-+iMars, fractions with and without sugars, fractions with and without salts,

ELEA,

and heat concentrated ELSA. Cross-linking agents included glyoxal, hexamine,
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furfural, and epichlorohydrin. A 30% by weight lignosulfonate solution with cross-
linking agent was added to a glass fiber mat and subjected to plywood adhesive

curing conditions. Adhesive insolubility in boiling water was determined simul-
taneously for a large number of samples. Ultimately, insolubility was shown to

be directly proportional to adhesive bonding strength, for the limited data obtained.
Thus, the boil test appears to be a rapid convenieﬁt screening method for lignosulfon-

ate adhesive studies.

In the phenol-formaldehyde-type reaction cross-linking was achieved
only with deionized or electrodialyzed lignosulfonic acid (pH < 1) and the better
results were with the higher molecular weight products. The limited reactivity
of the other materials precluded any judgment of the role of sugars, wood type,
or phenolic hydroxyl content (measured from UV difference séectra). Both hexamine
and glyoxal show significant reactivity but are far less effective than Catalyn,

a phenol-formaldehyde resin.

The epoxy-type reaction with epichlorchydrin as cross-linking agent
at pH 12 was effective with a higher molecular weight, sugar-free spruce lignosulfonate
and even to some extent with spruce spent sulfite liquor. The former gave the

best results of all those tested, with the exception of the Catalyn samples.

The ELSA-~Catalyn-wood meal formulation used in previous studies, a corre-
sponding formulation at the same viscosity but with the wood meal left out, and
adhesive formulations (including wood meal) selected because of the boil test
findings were prépared. Plywood layups were made, cured, and tested. The wood
meal per se adds significantly (v 20%) to the bonding strength either by generating
porosity thus controlling penetration, by contributing to the viscomechanical
behavior thus aiding stress distribution, and/or by directly contributing to cross-

linking through surface hydroxyl groups. Glyoxal is less effective than epichlorohydrin
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which is much less effective than Catalyn. Even with a variety of lignosulfonates

and cross-linking agents, the bonding results agree favorably with the boil test.

Further work is required to verify the insolubility — bonding strength
correlation. An examination of lignosulfonic acids (sources and molecular weighﬁs)
and Catalyn concentrations should be made so that the optimum conditions can be
achieved. In addition, the potential benefits of formaldehyde sources, added
phenols, and di-epoxides should be explored. In view of the significant use of
lignosulfonates as road binders and the potential similarity to adhesive use,

a program is proposed based on the hypothesis that the particle dispersing properties

of lignosulfonates are of paramount importance.
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INTRODUCTION

This is progress report twelve of Project 2421 entitled "Investigation
of the Relationships Between Lignin Structure and its Mechanical and Adhesional
Behavior." Up to now the focus of the project has been on the adhesional and
mechanical behavior of lignosulfonate adhesives, and their relétionship to adhesive
bonding strength, particularly in plywood operations. It has been found (1-5) that
the surface tension and viscomechanical properties of lignosulfonates are similar
to good adhesives, such as phenol-formaldehyde. Thus, the lignosulfonates have

good adhesive potential.

The limitations of lignosulfonates as adhesives appear to be due mainly
to thelr low cohesive strength and possibly to some extent their overpenetration
into the porous lamina of plywood (2). By implementing cross-linking of the
lignosulfonate in the curing operation, it is anticipated that the cohesive strength
will increase with more stress being supported by primary bonds, and that the
adhesive solubility will decrease with the increased molecular weight. Cross-
linking could, thus, achieve increased adhesive bond strength and durability. The
major emphasis of the work presented in this report was to clarify avenues of
lignosulfonate cross-linking in adhesive operations from both the lignin and the
linking agent viewpoints. To this end, a reasonably rapid screening test, based
on durability in boiling water, was evaluated. In addition to this work, some
effort was given (1) to confirming the role of adhesive penetration on adhesive
bond strength, and (2) to evaluating the role of wood meal in the formulation on

ultimate bond strength.
The experimental program followed was:

(1) measure adhesive penetration in previous plywood layups

from a tapered cut across the glue line,
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(2) measure cross—linking‘of the lignosulfonates by viscosity
changes and by water solubility, surveying cross-linking
agents and lignosulfonate types.
(3) measure the effect of wood meal on plywood bond strength,
and |
(%) measure the plywood bond strength of formulations based

on significant leads.
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EXPERIMENTAL
ADHESTVE PENETRATION MEASUREMENTS

The pieces of the tensile specimens from the layups tested and dis-
cussed in Progress Report Eleven (2) were reassembled. A given specimen was then
clamped vertically on the bed of a vertical milling machine so that the plane of
the glue line was at an angle of 1.75° with respect to the direction of cut.
Using a one-inch diameter cutter at the highest rotation, the wood lamina was
carefully milled away until the glue line was revealed over about two-thirds of
the specimen width. The last few cuts were made at a cutting depth of 0.005 in.

in order to minimize wood splintering at the glue line.

The penetration of the adhesive into the lamina was determined by placing
a centimeter scale on the tapered cut and estimating the width of the region in which
adhesive was evident as judged by the color. This estimate was somewhat subjective
because of fhe varying combinations of spring- and summerwood, the former being
more easily penetrated. Ten specimens were examined for each adhesive series.
Qualitative comparisons (i.e., ranking) of adhesive penetration based on color were

made by visual comparison of the specimens between different adhesives,
LIGNOSULFONATE PHENOLIC HYDROXYL CONTENT

The Goldschmid method (6) was used to determine the phenolic hydroxyl
content of the lignosulfonates. A buffer solution of pH 12 was prepared by dis—l
solving 12.4 g. of boric acid in 0.1N sodium hydroxide so that the final volume was
2 liters. Additional sodium hydroxide pellets had to be added to bring the pH to
12.0. Buffer solution at pH 6 was prepared by mixing 495 ml. of 0.2N potassium

dihydrogen phosphate solution with 113 ml. of 0.1N sodium hydroxide solution and
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diluting to 2 liters with distiiied water. A solution containing 0.3 g. of
lignosulfonate sample per 100 ml. was prepared using the pH 12 buffer. As soon

as the sample was completely dissolved, 2.0-ml. portions of the solution were
diluted to 50.0 ml. with pH 12 buffer solution (alkaline solution), and 2.0 ml.

of 0.1N sulfuric ‘acid and pH 6 buffer solution (neutralized solution). The ultra-
violet difference spectrum was determined by measuring the absorbance of the
alkaline solution relative to that of the neutralized solution which was placed

in the reference cell of the spectrophotometer (Beckman Model DK-2). This
difference spectrum was recorded between 220 to 340 nm. (The original spectra

are filed in the Spectroscopy laboratory of The Institute of Paper Chemistry.)

The phenolic hydroxyl group content of the lignosulfonate sample was

I

calculated using the difference spectrum absorbance maximum (As L.g. cm.

—max >
at about 300 mm. of the sample and an average extinction coefficient difference

for Goldschmid's model compounds (AEmax = 4100) as follows:

moles of phenolic hydroxyl per gram = Aamax/hloo (1)
or

percentage phenolic hydroxyl = Aamax (17/k41). (2)
BASIC HYDROLYSIS OF LIGNOSULFONATE

The equivalent of 3.0 g. {0.d. basis) of lignosulfonate was added
to 1,0N sodium hydroxide such that the total weight was 100 g. The 250-ml.
Erlenmeyer flask in which the solution was contained was fitted with a water cooled
condenser for a total réflux condition. The contents were heated to boiling by
means of a hot plate and refluxed for 8 hr. In one case, nitrogen gas bubbled
through the solution during the entire reflux period and the product was stored

in a nitrogen atmosphere until after the phenolic hydroxyl content was determined.
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CROSS-LINKING REACTIVITY FROM VISCOSITY

A 5.0-ml. aliquot of a 30% by weight solution of the 1ignosulf§nate
was added to a 125 x 15 mm. Pyrex test tube. An air-cooled reflux tube (8 mm. x
12 in., Pyrex) was fitted to the test tube with a rubber stopper. A 5 mm. X 16 in.
Pyrex tube was inserted into the reflux tube so that the end was just above the
liquid, and it was secured. The test tube was immersed in a boiling water bath
such that its contents were just below the bath level and was held in a true vertical

position.

Every 5 minutes a viscosity determination was made by the following method:
slide the 5-mm. tubing (3 mm. I.D.) down to the bottom of the test tube, seal the
upper end with a finger, withdraw the tubing and its contents .to just above the
liquid level, remove the seal, and measure the time required for the liquid to drain
from the tubing. Since the sample volume, test tube dimensions, tubing I1I.D., and
sample temperature are essentially the same for these experiments{ the efflux time

is proportional to the viscosity of the sample.
CROSS~-LINKING REACTIVITY FROM WATER SOLUBILITY

The equivalent of 6.0 g. (0.d. basis) of lignosulfonate was added to
the mass of distilled water such that the total water added by whatever means (i.e.,
a sample already in solution, or cross-~linking agent already in solution) was 1k.0
g., making a 30 wt.% lignosulfonate solution based only on these components. After
the lignosulfonate was dissolved, the desired amount of cross-linking agent was
added, based on a weight percent of the mass of lignosulfonate present (e.g., 50%
glyoxal means 3.0 g. of pure glyoxal per 6.0 g. of lignosulfonate). The pH was
recorded after the cross-linking agent had dissolved. In some cases, as indicated

in Table III, p. 20, 0.3M sulfuric acid was used to make the test solutions instead
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of distilled water. Also, in somé cases concentrated hydrochloric or sulfuric

acid was added dropwise to reduce the system to the desired pH. The sulfuric acid
caused the precipitation of essentially CaSOh with about a 5% equivalent weight

loss of the original lignosulfonate. The initial sample was accordingly adjusted

and the precipitate removed by decanting the mother liquor from the settled mass.
Those samples which were run on the alkaline side were prepared by édding enough

solid sodium hydroxide pellets to bring the final pH to 12, and in addition, for
epichlorohydrin, sufficient sodium carbonate was added to neutralize all of the

HC1 released in the cross-linking reaction (3.5 g. Na,CO_, for 3.0 g. of epichloro-

2773
hydrin).

Glass fiber mats (934 AH, 5.5-cm. diameter glass fiber filter disk, Reeve
Angel, Clifton N.J.), previously conditioned and weighed, were saturated with the
lignosulfonate preparation, placed on silicon~treated aluminum foil, and cured
at 310°F. at 28 p.s.i., as described previously in Progress Report Eleven (5).
Curing times of 5 and 30 min. were employed. After conditioning the disks again
to 73°F. and 50% R.H., they were weighed and one of them was selected for the boil
test, Tabs were cut from this by placing a 1.5-in. wide metal bar symmetrically
on the disk and cutting off the overlapping edges by means of a sharp razor blade.
The two tabs were weighed and then placed inside a cotton cloth bag (2-1/2 x 3
in., purchased from Launing Bag & Specialty Co., Harvard, Ill.) which was tied
shut by means of cotton string. The bags were placed in the boiling water chamber
which had been previously brought to temperature, and kept in this boiling, agitated
water for three hours. The boiling chamber consisted of a 12 1. round, flat bottom
Pyrex flask with a 17-mm. Pyrex tube attached through the wall at about a level
equal to 10-11 liter serving as an overflow vent. Hot water and steam are mixed

in a Pyrex tee and introduced by Pyrex tubing to the bottom of the flask by inserting
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the tubing through the normal opening in the flask. The hot water and steam are
circulated continuously through the flask (placed in a laborafory sink for con-
venience and safety) during the boil period maintaining a 99+°C. temperature, a
continuous state of "rolling'" agitation, and a continuous supply of fresh boiling
water. At the end of the boil period, cold water is run through the flask. The
bags are then removed, laid on blotter stock to aid drainage, carefully opened

and turned inside out. The state of the sample is noted and all coherent pieces
are carefully removed from a bag and placed in a tared aluminum dish. The pieces
are then allowed to dry and condition at T3°F. and 50% R.H., and a final weight

is taken.

The percentage of adhesive insolubility was calculated as follows: The

weight of adhesive in a disk, MA’ is

M =W -W (3)

where EA and Eb are the weights of the disk with and without adhesive, respect-

ively. The weight of adhesive in a piece(s) from this disk, m, is
= L
my = w, (M /W) (k)

where ¥, is the weight of the piece(s) with adhesive before the boil test. The

percentage of adhesive insolubility

I=([m - (w

A WA')]/mA)lOO (s5)

A

where EA, is the weight of the piece(s) after the boil test.

ADHESIVE PREPARATION AND TESTING

Lignosulfonate adhesives were prepared following, in general, the

formulation described by Holderby, Eﬁ.él: (1) as given in previous reports (5):
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200 g. of 30% lignosulfonate solution, 48 g. of 50% phenol-formaldehyde resin, and
30 g. of 200-mesh wood flour. In each formulation the mass ratio of lignosulfonate
to water was maintained at 60:140. In the one case where the wood meal was left
out, the viscosity was increased to match and surpass the viscosity of the Holderby
formulation (20 poise at room temperature) by autoclaving the original ELSA
solution to 10 poise giving 0.3 poise when formulated and finally by heating

the final formulation for ten minutes on a steam cone (final viscosity was 100
poise at room temperature — the final formulation did not change viscosity when

allowed to stand at room temperature for 3 hours, thus heating was necessary).

Plywood layups were prepared from sanded, aged southern pine veneer
as previously described (gj. The curing conditions were 310°F. at 150 p.s.i.
for 5 min. (the cure time previously used with the formulated adhesive was 4 min.
but it was desired to compare the current results with the boil test results which
have a S5-min. qure). As with previous work, six layups were made with each
adhesive and ten tensile specimens were cut and tested from each layup (3). The

amount of wood failure was visually estimated.
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RESULTS AND DISCUSSION
ADHESIVE PENETRATION AND BONDING STRENGTH

The linear relationship between plywood bonding strength and parameters
from the Washburn equation (liquid penetration into a capillary) found in the
previous work (5) suggested that increased penetration reduces the amount of
adhesive at the bonding interface which reduces the bond strength. In order to
evaluate this concept, previously tested tensile specimens were examined for the
extent of adhesive penetration by measuring the adhesive color band width in a
tapered cut across the glue line. Ten specimens were examined for each adhesive
set. The results are listed in Table I along with the pertinent data from previous
work (Progress Report Eleven, Table III, p. 12). Penetration variations due to
springwood and summerwood and the fading color variations on a given specimen
made the penetration measurements somewhat subjective. However, visual comparisons

between composites of the specimens lead to the same conclusions.

In all cases, the adhesive fills the cracks and fissures and natural
transport vesseis of the wood; the more porous springwood is the region of more
penetration compared to the summerwood; and the middle lamina has greater penetra-
tion than the outer lamina, due probably to the method of layup preparation (the
adhesive is applied to the middle lamina). Greatest penetration is found in Sets
5 and 9, and least in Sets 6 and 10. Set 5 is ELSA and Set 6 is the same ELSA
autoclaved to increase the viscosity to that of the formulated adhesive, Set 10.
Thus, an increase in viscosity reduces penetration. This observation agrees with
previous work [Fig. 1 of Progress Report Eleven (5)]. However, the maximum bond
strength of the straight ELSA is still significantly less than that of the formu-

lated adhesive, indicating the need to increase the cohesive strength of the former.
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Set 7 is the same autoclaved ELSA as Set 6 but with surfactant added and Set 9 is
Set 7 with the cross-linking agent, hexamine (hexamethylene tetramine), and
glycerin added. Thus, the surfactant increases penetration, possibly through

a decrease in the contact angle, and the bond strength is decreased. The hexamine
cross~linking agent increases penetration, perhaps through ammonia gas evolution,
decreasing the bond strength still more. It is concluded that, on the porous wood
surface, adhesive penetration can reduce the amount of adhesive in the bonding

region and thereby reduce the bond strength.
CROSS-LINKING LIGNOSULFONATES

In order to increase the cohesive strength of a lignosulfonate adhesive,
chemical cross-linking of the system must be implemented. This problem was viewed
both from the inherent reactivity of the lignosulfonate and from the reactivity

of the cross-linking agents,

The sites of potential cross-linking reactions on lignosulfonates are
unsubstituted ring positions ortho to free phenolic hydroxyls, as in phenol-
formaldehyde condensations, or direct reaction of free phenclic hydroxyls with
ether-forming agents, as in epoxide condensations. In either case, the phenolic
hydroxyl is necessary and the primary bond formed is very stable, a necessary
criteria for adhesive durability. Thus, the phenolic hydroxyl content of ligno-
sulfonates may be an important criteria to its potential reactivity and may be a

property worthy of enhancing.

The phenolic hydroxyl content of a variety of lignosulfonates was
determined by the Goldschmid method (é). The results are listed in Table IT.
These materials were obtained from the Division of Environmental Systems of The

Institute of Paper Chemistry and are well documented. They include softwood and
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hardwood sources, low and high molecular weight fractions, spent sulfite liquors,
fractions with and without sugars, fractions with and without salts, ELSA, and
heat-treated ELSA. The values both for the difference spectrum peak position,
percentage phenolic hydroxyl, and methoxyl content agree in general with those
reported by Goldschmid (6) and by Wexler (8). The ratio of guaiacyl propane [or
syringyl propane for hardwoods] units per phenolic hydroxyl, as estimated from

the methoxyl content (6), is an index of the molecular weight and is consistent
with the correspbnding fractions supplied, e.g., ultrafiltration reject > ultra-

filtration permeate, methanol insoluble > methanol soluble.

The first six materials listed are essentially from the same source for
a given wood type. The difference peak for softwoods ranges from 297-300 nm. and
for hardwoods from 292-296 nm. with the higher molecular weights having the higher
value peak position. These observations are consistent with the Division of Environ-
mental Systems and literature findings (6, 8). The lower molecular weights are
higher in phenolic hydroxyls as seen from the methanol soluble and insoluble fraction
The same thing is probably true for the ultrafiitration fractions but here the
sugars will end up in the low molecular weight fraction (permeate) diluting on
a weight basis the effect of increasing phenolic hydroxyls in the aromatic materials.
A similar weight factor is probably the cause of the apparent phenolic hydroxyl in-
crease from Torinal B (Ca salt) to its free acid form. There is a possible increase
in phenolic hydroxyl content with heat treatment of ELSA as indicated by comparing
the heat treated products R198, R4S, and R4l with ELSA. It is of interest to note
that R38 and R4l have similar phenolic hydroxyl contents, as these are the ELSA's
used in the earlier plywood and viscomechanical studies, respectively. The R151
is currently in large supply and was a possibility for extensive studies, however

it appears to be more hardwoodlike in its UV spectrum, although it is a mixture.
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with 25% by weight with respect to ELSA of the cross-linkizy zy:.: - age
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3 mm. I.D. Pyrex tubing,‘no significant changes in viscosity were observed in one
hour. This observation supports the general consensus in the literature that
lignosulfonates are slow to react. A more sensitive viscosity measurement could
be made but in view of the desire for an adhesive with a short cure timé, orders

of magnitude changes of viscosity only have significance.

Since the usual adhesive curing temperature, pressure, and effective
concentrations are not possible to achieve in a refluxing-type system, it appears
that water solubility of a cured adhesive would be a more significant measure of
cross-linking reactivity. The glass fiber mat system, previously used for visco-
mechanical measurements (2), provided a convenient method of handling a cured,
isolated adhesive. The determination of the water solubility of many samples was
expedited by simultaneously boiling as many samples as desired ip one large flask
through which steam-heated boiling water was passed. Each sample‘was enclosed
in a cotton cloth bag. The solubility (or insolubility) of an adhesive on exposure
to boiling water for three hours was calculated from knowledge of the adhesive
content of the glass fiber mat specimen and the weights of the samples before and

after the boiling water extraction.

Since hexamine had previously been found to impart some insolubility
to an ELSA (5), it was chosen as a test cross-linking agent (formaldehyde type)
with lignosulfonates selected on the basis of the variety of the data listed in
Table II. These were a crude liquor (softwood for maximum guaiacyl content), a
high phenolic hydroxyl content (softwood, methanol soluble), a hardwood (poplar,
methanol soluble), a sugar free Ca salt (Toranil B), a free acid (Toranil free
acid), an ELSE, an ELSA free of 802, and a commercial lignosulfonate by product
(Marasperse CB). The cure temperature was 310°F. at 28 p.s.i. with pressing times

of 5 min. and 30 min. The results are listed in the first group in the composite
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Table IIT. All of them dissolved éompletely (the glass fibers once freed can pass
through the walls of the cloth bag) except the Toranil free acid. This last ligno-
sulfonate in the adhesive mixture was initially a very viscous material which did
not soak into the glass fiber mat very much and the boiling water treatment released
pieces of intact film free of glass fibers. In this case, the magnitude of the

weight changes do not reflect the insolubility although it was visibly evident.

Phenol-formaldehyde condensations to insolubility are generally achieved
under acid conditions (13, 14). The above samples were only weakly acidic or neutral
so the work was repeated using 0.3M HQSOA as the solvent rather than distilled
water. Those lignosulfonate samples which were in the Ca salt form gave insoluble
precipitates which probably were mostly calcium sulfate (since Marasperse has no
sulfonate groups it is essentially insoluble in acid). However, only the ones
without precipitates were repeated. The results are listed in the second group
of Table III. In spite of the acid solvent, the hexamine increases pH to only
weakly acidic. Therefore the ELSA (R4M which had been heat concentrated) was in-
cluded for reaction with hexamine and for reaction with glyoxal. All specimens
disintegrated except the Toranil free acid and the RLL heat concentrated, where
insoluble pieces were left. The loss of material in greater amount than the amount
of adhesive present (in effect, giving "negative" insolubility values) indicates
that glass fibers are lost with some adhesive loss. So, although the magnitude
of insolubility for these samples is not quantitatively realistic, the trends are
usable., The longer heating time increases insolubility. The low pH seems to aid
insolubilization reactions (compare the two R-UlU heat concentrate reactions) and
since hexamine has strong buffering capacity, glyoxal was used in subsequent formalde-

hyde~type reactions.
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Since there is evidence of glass fiber loss in the cloth bag — water
boil test, three samples tested previously (5) by the single-sample-in-a-beaker —
water boil test were tested by the current method. The results are listed in the
third group in Table III. Only the pieces from the formulated adhesive were left
intact and the results compare favorably: 84 and 89%, respectively, for former and
current insolubility vaiues. The original pieces from the phenol-formaldehyde
resin broke into several more (they remained intact with former ﬁethod) and the
comparison was not quite as favorable: 97 and 78%, respectively, suggesting some
fiber loss with the current method. Only fragmentary pieces were left from the
Rhli-hexamine (quite a bit of disintegration was observed in former run but all
solids were contained in the beaker and were recoverable) so the comparison is
poor: 20%, negative value, respectively, indicating significant fiber loss with

"single" method

the current method. For samples with high insolubility the former
and the current batch method for measuring insolubility can be quantitative. When
insolubility is low (e.g., < 50%) the mechanical action to which the bag is sub-
Jjected and the porous walls of the cloth bag lead to significant loss of glass
fibers, making the bag method insolubility wvalues low. The additional mechanical

factor makes the bag method for insolubility potentially a very good screening

tool for adhesives. This will be discussed later.

In the fourth group of reactions given in Table III, the effect of acid
concentration on cross-linking with glyoxal as the agent, and the reactivity of
glyoxal compared to that of Catalyn [the phenol-formaldehyde resin used in the
formulated adhesive (7)] were examined. Only the Toranil free acid samples survived
the boil test with the Catalyn product showing fairly good insolubility (77%) as
compared to the glyoxal product ('negative' value). Thus, glyoxal may improve

adhesive strength of the lignosulfonate but not nearly as well as Catalyn. In
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comparing the results of the Tofanil B samples with that of the Toranil free acid,
simply lowering the pH of the salt form of lignosulfonate to that of the free acid
does not enhance its reactivity. The fesults from the other samples tend to support
this, although their pH was lowered to just less than 3 which may not be acid enough.
Neither the use of HCl or HQSOh to acidify, nor increasing the curing time had any
effect on reactivity. The free acid form of lignosulfonate appears to be the more

reactive form with formaldehyde-type reactants.

The final group of reactions given in Table III were set up to test
(1) the reactivity of the free acid form of various lignosulfonates (the deioniza-
tion was done by the Division of Environmental Systems) with glyoxal, (2) the
reactivity of an ELSA with the formaldehyde-type reactants glyoxal and furfural,

(3) the effect of glyoxal concentration on reaction with ELSA, (4) the effect of

added phenol on the reaction of giyoxal with ELSA, (5) the reactivity of glyoxal with

a lignosulfonate under alkaline conditions (pH = 12), (6) the effect of lowering

1
i
j
8
§
e
3
|
4
b
IS
3
w

the pH of lignosulfonate to < 1 with HZSOh (which removes some calcium ions, if

present) on reaction with glyoxal, (7) the reactivity of a softwood lignosulfonic
acid compared to a hardwood with glyoxal, and (8) the epoxide-type reaction of epi- f
chlorohydrin at pH = 12 with a sugar-free lignosulfonafe and with a spent sulfite
liquor (sufficient Na2C03 wasg present to neutralize the HCl released in the reaction
and thus maintain the pH). All but the epoxide samples failed to survive the boil
test. This is quite surprising with regard to the free acid samples. The two
previous successes with glyoxal, i.e., Toranil free acid and RLL heat concentrated,
were quite viscous in solution compared to the other free acids, suggesting that a
high molecular weight free acid is desirable for insolubilizing reactions of the

formaldehyde type. These results with free acids should be checked further as, for

¢Xample, even the sample containing phenol and glyoxal disintegrated. The failure
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of reaction of lignosulfonate by simply lowering the pH was reconfirmed even when
Toranil B (whose acid form reacts) was treated with H280h removing some of the
calcium ion. Nothing can be said about the reactivity with regard to formaldehyde-

type reactants, soft- vs. hardwood, or reactant concentration.

The epoxide reactions show promising reactivity. The spruce methanol
insoluble (sugar free) was 48% insoluble which is the best results with the
exception of the Catalyn samples. This sample even showed signs of setting up
overnight at room temperature, although the added Na2C03 makes the inert solids
content rather high. The fact that spruce spent sulfite liquor shows some insolubil-
ization with epichlorohydrin is very encouraging. A control run was made with the
same pH, epichlorochydrin concentration, and NaECO3 content but no lignosulfonate.
Only a very small amount of insoluble "grains' remained, suggesting negligible self-
polymerization of epichlorohydrin under the reaction conditions. However, the
viscosity was very much lower than the sample, limiting the amount of material

remaining in the glass fiber mat. Thus, the control should have contained an inert

viscosity agent, such as a polyethylene oxide.
ADHESIVE FORMULATION AND THE ROLE OF WOOD MEAL

Based on the insolubilization, the most promising results were included
for adhesive formulation and plywood bond strength measurements. The Holderby (Z)
formulation adhesive (200 parts of 30% ELSA, 48 parts of 50% Catalyn, and 30 parts of
200-mesh wood flour) was used as a control for bonding strength comparisons, as in
the previous work. An additional factor studied was the role of wood meal in the
formulation. The Holderby receipe was followed in general and the effect of (1)
leaving the w&od meal out but maintaining the viscosity equal to or greater than the

control (done by allowing the ELSA-Catalyn system to react sufficiently before
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ing the layups), (2) replacing Catalyn with glyoxal, (3) using Toranil free

s ﬂ - glyoxal — wood meal, (4) using spruce methanol insoluble — epichlorohydrin —

’W geal (pH 12 buffered with sufficient Na 03), and (5) using spruce spent sulfite

m@,r ~ epichlorohydrin — wood meal (pH = 12 with sufficient Na2003 buffer). The

2 ((56-;3..5(38) used in the control, wood meal, and glyoxal runs was the same as

The control compares favorably with previous results [222 lb./in.2 (3)
8 260 le./in.2 (5)]. Since the bonding strength drops by over 20% when the wood

is left out but viscosity maintained, the wood particles contribute per se to

A otrength (i.e., in addition to a viscosity increase effect previously discussed).

gontribution may be by creating finer porosity than the wood reducing penetra-

i%iﬁ@fﬁ. by siding stress distribution, and/or by direct cross-linking of the surface

;@*&\@a with the other adhesive components. The use of other particulate materials

ﬂm a3 lnert-rigid fillers, latices, or active aluminas could be used to investigate

Tt
A

’mﬁ@ bond strength improvement so that maximum benefit can be achieved. The Catalyn
%m {8 much better than that with glyoxal; the Toranil free acid system is somewvhat
*r than that with ELSA; and the methenol insolubles — epichlorohydrin system

‘ﬁﬁ"mh better than that with the spent sulfite liquor (the inert solids introduced
ﬁa Hn A0

ot
x,r

3 fPpear to be a bonding detriment, particularly in the latter system).

' imc’mbility data are in agreement with these rankings and, in fact, in quantita-

ial
Mw %"respondence, as shown in Fig. 1. (The datum point in parentheses is for

EWWWU- free acid — Catalyn insolubility and for ELSA — Catalyn bond strength so,

The other data

i

VAN e
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TABLE 1V

ADHESIVE FORMULATIONS AND PLYWOOD BONDING DATA
FROM AGED SOUTHERN PINE VENEER

Viscosity, Bonding StrEPgth,
{Brookfield, 1b./in.’ Wood Failure, %
Set 12 r.p.m.) Layup Total Layup Total
No. Adhesive cp. pH Average Average Average  Average
1 R38-Catalyn (40%) — wood meal 2,000 0.7 246 235 + 47 90 86
19k - 80
2k2 85
252 90
2k6 8o
233 90
2 R38-Catalyn (L0%) 10,000 0.9 162 182 + 31 90 83
177 75
198 90
192 85
175 75
3 R38-Glyoxal (40%) ~ wood meal 2,500 0.5 75 TT + 47 20 25
138 20
53 25
27 ko
95 -
— 20
in Toranil free acid — glyoxal (50%) —
wood meal gel 0.7 113 99 + b7 60 56
137 70
120 60
89 35
37 50
102 60
5 Spruce methanol solubleg —
épichlorohydrin (50%) — wood mesl —
(NaoH, Ne,C0,) 8,500 11.5 T2 126 + b9 20 Lo
97 10
177 25
119 15
124 85
167 85
6 Spruce spent sulfite liquor —
epichlorohydrin {50%) — wood mesl —
(NaOH, Na,CO.) 2,600 1.4 59 58 + 23 0 8
27 15
b7 5
73 5
- 5
60 10
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are corresponding lignosulfonate — cross-linking agent systems but the wood meal

is not present in the insolubility samples.) These few data indicate good corre-
lation between the insolubility data and plywood bond strength data with a variety

of systems; thus, insolubility shows promise of being an excellent screening test

for potential adhesive use. This point should be confirmed, necessitating additional
data. The extent of wood pulled in bond failure (a rather subjective measurement)

in general increases with bond strength (see Fig. 1), both achieving a maximum

when wood cohesive strength limits the bond strength. Thus, there is a secondary

correlation between wood failure and insolubility.
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CONCLUSIONS

It is desirable to have only a minimum penetration of adhesive into the
porous wood substrate in order to minimize adhesive loss from the bonding region,
thus achieving a maximum plywood bond strength. This is done primarily by increasing

the viscosity of the adhesive.

The cohesive strength of an adhesive system may be increased by nurturing
cross-linking reactions, and boiling water insolubility is a measure of the extent
of these reactions., For the few data available, insolubility is directly proporticnal
to plywocd bonding strength, and so the solubility measurement could serve as a

convenient screening of adhesive potential.

The phenol-formaldehyde-type cross-linking reaction is possible to achieve
with plywood adhesive curing conditions when salt-free lignosulfonates are used.
As based on a few data, the higher the molecuwlar weights give better results. However,
the conditions to cause the single cross-linking agent to give results equivalent to

that of a phenol-formaldehyde resin have not yet been achieved.

The epoxy-type cross-linking reaction is possible under plywood adhesive
curing conditions, even to some extent with concentrated spent sulfite liquor. This

type may have the greater practical use.

The use of wood meal in plywood adhesive formulation has more benefit
than only as an agent for increasing viscosity. The causes of added strength should

be explained so that maximum benefit is possible.
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FUTURE WORK

The development of increased cohesive strength of lignosulfonate adhesives
is the most promising avenue for their successful use in plywood particle board,
or other bonding systems. The cross-linking reactions should be explored further
using the boil test to rapidly screen reactants and conditions (e.g., concentrations,
pH, and temperature). In the phenol-formaldehyde-type reactions, the optimum con-
centration of Catalyn should be sought along with the effect of lignosulfonate type
and molecular weight. The condensation polymers of formaldehyde (e.g., trioxane,
tetraoxymethylene) should be tried in the phenol-formaldehyde-type reactions, along
with the effect of added di- or trifunctional phenols (e.g., resorcinol, phloro-
glucinol). In the epoxy-type reactions di-epoxide reactants should be used as
a way of eliminating the need for NaQCO . If one cannot be found, the best combina-

3

tion of epichlorohydrin concentration and minimum Na should be sought and the

3

general applicability of this with regard to lignosulfonate source should be examined.

The added strength effect of wood meal should be examined by use of inert
fillers, latex fillers, and active aluminas. The viscomechanical properties of
the latex may be beneficial to stress distribution if it can be made an integral

part of the system.

With the renewed interest in lignosulfonates as road binders, it would
seem advisable to extend work into this area, as many properties and criteria of
application of lignosulfonates to adhesives may be important here also. Based
on information of its use as a road binder, 1t seems most plausible that it is
serving as a very stable dispersant of the soil particles, allowing them to achieve
maximum density in the road bed. If this hypothesis is valid, the criteria of

their most effective use could be established. Some sorption, viscosity, and



Pulp Manufacturers Research League Page 33
Project 2421 Report Twelve
packing density data could speak to this gquestion. Perhaps, while in a state of
maximum density, some eventual cross~linking would give the system more cchesive

strength, thus allowing it to withstand more abuse.

A specific proposal to these ends has been prepared and submitted.
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APPENDIX I

SURFACE TENSION OF A LOW MOLECULAR WEIGHT LIGNOSULFONATE

It had been previously observed (;) that the lowest molecular weight
fraction of an ELSA fractionated by means of gel chromatography had a surface tension
(38 dynes/cm. at 73°F. and 34 dynes/cm. at 123°F.) considerably lower than that
of the whole material (4% dyne/cm. at T3°F. and 40 dyne/cm. at 123°F.). Thus,

a possible means of lowering the surface tension of a lignosulfonate adhesive to
make it more compatible with aged southern pine veneer [28 dyne/cm., (3)] is to

add an appropriate low molecular weight lignosulfonate.

The lignosulfonates from aspen contain a high percentage of low molecular
weights which are methanol extractable. The surface tension of a 10% by weight
solution of this fraction was determined by means of a Dulloey Tensiometer and found
to be 39 dyne/cm. at T3°F. It was felt that this material did not have a low enough

surface tension to warrant further lignosulfonate blending experiments.



